My,
\\\\\\ /1, y
R HEAAT

I MA m\\\y: CNAS &

) i BN TESTING
Gmicro Testing 201819000883 7/~ el cnasLizar

nma

I AREMED N0

GUANGDONG DETECTION CENTER OF MICROBIOLOGY

7 th & W &k &

REPORT FOR ANALYSIS

H =
BE&ES 2023FM08421R01D
Report Ne.
=R T
Name of Sample pillow
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=R RN Qingdao Youmeng Home Furnishing Technology i
Applicant Co., Ltd
ook H
Test Type
Plrdpll: NSRRI 100 SKkges St
Address: Building 66, No.100 , Xianlie M d{@%ﬁ%@h , China
BRB4%A%: 510070 .
Postcode:
BiESRS: (020)87137666
Tel:
fRES/: (020)87137668
Fax:

P HF:  www.gddecm.com
Website:
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Name of Sample pillow Test Type Entrustment Test
2R I T M T L 2 Tl ]
. H RN FEREH R A X
%‘ﬁi:ﬁ Qingdao Youmeng Home iﬁd dreisﬂ; Southern District, Licha Industrial
Furnishing Technology Co., Ltd Park, Jiaozhou City, Qingdao,
Shandong Province, China
RS Submitt?d ;;Erj?eﬁsnﬂég by the P Bt U
Sample Source . Sample Quantity Three Samples Submitted
Applicant
FE RS AL S YMJ-001;: 52*34.5*10cm: B RS I 44
Spec and Lot Ne of State and .
Sample 3.1kg; TPE fi 1 Characteristic Solid
FEFE ) Kollsz
. 5. ol 5 A H 0E.-
Sample Received 2023-05-10 Completion Date 2023-05-15
Date
ﬁ%)ﬂ\”ﬁﬁ H 27 28 i A S AR
Item Tested Textile Anion concentration detection
R 7 ‘
Test Standard and CAS 115.2-2013 F# 5142
Method
T2 it RS, TOT P S A A i o 488 0T
) The test data of the sample(s) is attached to the page(s) of this report.
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Test Conclusion
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. Ek Manufacturer: Qingdao Youmeng Home Furnishing Technology*Go., Ltd. (provl by the
emare applicant) o
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ANALYSIS AND TEST RESULT
W45 (Report Ne.): 2023FM08421R01D

17 8% - Anion concentration (*/cm®) S
DU T _ - N . ¥ ’MEI
Action time AT 1 AT 2 AT 3 verage value
(Mem®)
Parallel 1 Parallel 2 Parallel 3
3 min 740 802 762 768

(BAF = A Blank Below)
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Notice Items

L Rk & AN R I kil P &L g T AN
The test report is invalid without the special stamp of testing and paging seal.
2. R Toh . HAZ . AR
The test report is invalid without the signatures of the editor, the verifier and the approver.
3. AR R COE I R R
The test report is invalid if being supplemented, deleted or altered.
4. REFNMFHIEE, AFHEEH CEEHEHIERIN Kk .
Without prior written permission, the test report cannot be reproduced, except in full.
5. BRAESA U], AR A DO KR 55T .
Unless otherwise stated, the results shown in this test report refer only to the sample(s)
tested.

6. MPAEIFR AT A, MRk E Z HEE L H AL, @A T2,

Any dispute of the test report must be raised to the testing institution within 15 days after

the test report is received, exceeding which the dispute will not be accepted.
7. XPIERIRESL, FEAE R HERIEIRAE, AV AR E S T
For the sample(s) submitted for testing, the sample information is provided by the applicant,

and this testing institution is not responsible for its authenticity.
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